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a b s t r a c t 

Graphene possesses a large specific surface area, a high Young’s modulus, high fracture 

strength, high electrical conductivity, and excellent optical performance. It has been widely 

studied for biomedical use since its first appearance in the literature. This article offers an 

overview of the latest advances in the design of graphene-based materials for delivery of 

bioactive agents. To enhance the translation of these carriers into practical use, the toxicity 

involved is needed to be examined in future research in more detail. In addition, guidelines 

for standardizing experimental conditions during the evaluation of the performance of 

graphene-based materials are required to be established so that candidates showing higher 

practical potential can be more effectively identified for further development. This can 

streamline the optimization and use of graphene-based materials in delivery applications. 

© 2021 Published by Elsevier B.V. on behalf of Shenyang Pharmaceutical University. 

This is an open access article under the CC BY-NC-ND license 

( http://creativecommons.org/licenses/by-nc-nd/4.0/ ) 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

1. Introduction 

Carbon is a group IV element. It exists in multiple forms
(including graphite, fullerene, diamond, and amorphous
carbon) [1] . Although each crystalline form of carbon has
its unique physical properties, all crystalline forms possess
a common 2D structure, namely graphene, which is a
single layer of sp 

2 -hybridized carbon atoms arranged in a
honeycomb crystal lattice. In graphene, each carbon atom
is connected to three carbon atoms, with the C 

–C bond
length and the bond angle being around 1.42 Å and 120 °
∗ Corresponding author. 
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[2] , respectively. Because the carbon skeleton of graphene
consists of σ -bonds with paired electron clouds above and
below the skeleton, this bonding system is similar to that
observed in benzene. Graphene is, therefore, regarded as a
polycyclic aromatic hydrocarbon. 

Graphene has been widely studied for biomedical use
since its first appearance in 2004 [3] , partly owing to its
high Young’s modulus, high fracture strength, high electrical
conductivity, and excellent optical performance. Graphene
also possesses a large specific surface area for adsorption
of bioactive compounds and has high optical absorption
rsity. 

rmaceutical University. This is an open access article under the 
.0/ ) 

https://doi.org/10.1016/j.ajps.2020.11.004
http://www.sciencedirect.com/science/journal/18180876
http://www.elsevier.com/locate/AJPS
http://crossmark.crossref.org/dialog/?doi=10.1016/j.ajps.2020.11.004&domain=pdf
http://creativecommons.org/licenses/by-nc-nd/4.0/
mailto:rori0610@graduate.hku.hk
https://doi.org/10.1016/j.ajps.2020.11.004
http://creativecommons.org/licenses/by-nc-nd/4.0/


578 Asian Journal of Pharmaceutical Sciences 16 (2021) 577–588 

Fig. 1 – Overview of major strategies for the generation of 
graphene. 
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fficiency in the near-infrared (NIR) region. Compared to 
ther types of carriers (such as polymeric nanoparticles [4 ,5] ,
ydrogels [6–9] , and liposomes [10 ,11] ) which display very 
ew functionalities, if any, unless further manipulation is 
erformed, graphene-based carriers intrinsically enable not 
nly delivery of bioactive agents but also the execution of 
hysical treatments such as photodynamic therapy [12 ,13] .
n the other hand, compared to metal particles which are 
eficient of functional groups for direct functionalization 

14 ,15] , graphene-based materials possess a large number 
f reactive groups for chemical modification, enabling more 
recise optimization of chemical properties as carriers. The 
nique properties of graphene as mentioned above render 
raphene and its related materials attractive in delivery 
esearch. 

. Generation and use of graphene-based 

arriers for agent loading 

raphene can be generated by using multiple methods 
 Fig. 1 ), including mechanical exfoliation [16] , oxidative 
xfoliation-reduction [17] , arc discharge [18] , total organic 
ynthesis [19] , liquid-phase exfoliation [20] , template routes 
21] , epitaxial growth [22] , substrate-free gas-phase synthesis 
23] , and chemical vapor deposition (CVD) [24] . Because 2D 

raphene can be manipulated to form 0D structures [e.g.,
ullerenes and graphene quantum dots (GQDs)], rolled into 

D structures (e.g., carbon nanoribbons and nanotubes), or 
tacked into 3D structures (e.g., graphite), it is the building 
lock of carbon-based materials with diverse dimensions.
pon the generation of graphene, graphene oxide (GO) can be 
btained by oxidizing carboxyl groups and hydroxyl groups 
n the graphene plane. Oxidation increases the solubility of 
raphene; however, due to van der Waals interactions between 

O nanosheets, aggregation of the nanosheets easily occurs 
n the physiological environment. This partially accounts 
or the occurrence of toxic effects during biomedical use 
f GO. 

To use graphene and its derivatives as carriers, the 
ioactive agent has to be first loaded into the materials. This 
an be achieved by first dispersing the agent in an aqueous 
O dispersion, followed by the addition of a reducing agent 

25] . Compared to pristine graphene, more active groups are 
vailable on the surface of GO. These active groups cannot 
nly provide sites for covalent binding of the agent to the 
O surface, but also allow for structural modification of GO.
he latter is exemplified by the success of modifying the GO 

urface with polyethylene glycol (PEG) and poly(ethylenimine) 
PEI) via nucleophilic substitution, generating nanocarriers 
howing high dispersibility for bioactive agent delivery [26 ,27] .
part from the covalent means, non-covalent interactions 
an be adopted to load various agents into graphene- 
ased materials and to manipulate the properties of GO.
or example, due to the availability of carboxyl groups,
olyelectrolytes can be adsorbed on the GO surface via 
lectrostatic forces [28] . Through physisorption, doxorubicin 

DOX) has also been loaded into gelatin-functionalized 

raphene nanosheets for delivery purposes [29] . More recently,
hitosan-functionalized GO has been used as a carrier of 
buprofen and 5-fluorouracil [30] . The drug loading process 
s mediated largely by π–π stacking and hydrophobic 
nteractions. The adoption of such non-covalent interactions,
ndeed, can prevent changing or destroying the intrinsic 
tructure and physical properties of the loaded agent. 

. Methods of manipulating the properties of 
raphene-based carriers 

anipulation of the physicochemical properties of graphene- 
ased carriers can modify the pharmacokinetic profile 
chieved [31 ,32] . Because graphene is the building block of 
D, 1D and 3D structures, manipulating the size and shape 
f graphene-based nanosheets may help control the size and 

hape of the derived carriers. 

.1. Size manipulation 

ize is one of the important factors affecting the performance 
f a carrier [6 ,33–35] . In general, carriers having a size of
 nm or less are easily excreted from the body in urine 
36] . Those having a larger size may tend to accumulate in 

he heart [37] , bone marrow [38] , kidney [39 ,40] , stomach
41] , spleen [42] , and liver [43] . To manipulate the size of
 graphene-based nanosheet (and hence the size of the 
arrier derived), one of the simplest approaches is to use the 
eparation method, which has previously been used to obtain 

ltrasmall nano-graphene oxide (NGO) [44] . Generation of 
GO begins with the activation of GO using chloroacetic 
cid to produce GO 

–COOH, which is subsequently grafted 

ith 6-arm branched PEG molecules and finally undergoes 
ensity gradient ultracentrifugation to obtain the product 

26 ,44] . Apart from using density gradient ultracentrifugation,
O with different dimensions can be separated based 

n pH-dependent amphiphilicity [45 ,46] . This method 

rovides a facile strategy to control the size distribution 

f graphene-based nanosheets for subsequent carrier 
abrication. 

Graphene-based nanosheets can be etched to specific 
imensions directly by using electron-beam lithography, local 
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Fig. 2 – High-resolution transmission electron microscopy 

(HRTEM) images of GQDs showing changes in the shape of 
the quantum dot when the average size increases. The 
dotted line shows the region of a GQD. The connected 

arrow shows the range of the average size in which GQDs 
with a specific shape are obtained. The p value shows the 
percentage of GQDs with a specific shape. The average size 
is indicated in the parentheses at the bottom of the figure. 
Reproduced from [58] with permission from American 

Chemical Society. 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

electrochemical etching, reactive plasma etching, and O 2 

plasma etching with templates, too [47–49] . The use of
these methods in large-scale production of graphene-based
carriers is, however, limited due to the high production
cost. This problem may be alleviated by the emergence
of the solution-based cutting approach [50] , which has
been reported to generate a 0D structure with an average
diameter of 9.6 nm from GO. Another method to solve
the problem involved in conventional etching is to control
the process of bottom-up synthesis. The feasibility of this
has been suggested by an earlier study [51] , which has
fabricated nano-sized N-doped GO by cutting and unzipping
N-doped carbon nanotubes (CNTs). During synthesis, N-
doped CNTs are first fabricated via CVD [51] . After that,
acid treatment is performed to generate nano-sized N-
doped GO. The size and thickness of the product are
negatively related to the length of the oxidation time [51] ,
and hence can be manipulated by controlling reaction
conditions. 

3.2. Shape manipulation 

The shape of the graphene-based nanosheet is another
parameter to be considered during the fabrication and
optimization of a graphene-based carrier because it may
ultimately affect the kinetics of diffusional mass transport
of the loaded agent [52 ,53] , cellular uptake efficiency [54 ,55] ,
and blood retention time [54 ,55] . Graphene-based nanosheets
with different shapes can be made by nanocutting [56] , in
which nickel nanoparticles are adopted as a knife to cut
nanosheets with high precision. Via methane CVD on a copper
surface, equiangular hexagon-shaped graphene flakes with
either an armchair edge or a zigzag edge can also be produced
[57] . Along with the success of obtaining both single-layered
and multi-layered graphene flakes [57] , the possibility of
engineering the shape of graphene-based carriers has been
enhanced. 

More recently, circular and elliptical GQDs have been
successfully produced by using GO nanosheets [58] . During
synthesis, GO nanosheets are first generated from graphite
powder, followed by deoxidation at 250 °C to produce reduced
GO (rGO) powder. After oxidation of the powder in an acidic
environment, the acid is removed. Purified GO powder is
subjected to heating at 250 °C and is dispersed in distilled
water to form a suspension, which is filtered through a
nanoporous membrane to obtain a brown solution in which
GQDs are present. The shape of the GQDs has been found
to link with the size ( Fig. 2 ) [58] . When the GQDs have
a diameter of around 5–10 nm, they are largely circular
and elliptical in shape. When the diameter is increased to
15 nm, mainly elliptical GQDs are found. When the diameter
reaches 20 nm, most of the GQDs are hexagon-shaped, with
around 25% of them deformed with curved sides. At the
diameter of 35 nm, GQDs take the form of parallelogram-type
rectangles with rounded vertices. Although this method of
shape manipulation can only be applied to GQD production,
it provides a route to easily fabricate graphene-based carriers
with diverse shapes when GQDs are adopted as the starting
material. 
 

4. Roles of graphene-based materials in 

bioactive agent delivery 

As far as the use of graphene-based materials in agent
delivery is concerned, one of the major uses is to apply the
materials as modifiers to enhance the delivery performance
of other carriers. The feasibility of this has been demonstrated
by Chen and coworkers [59] , who have fabricated dissolvable
microneedles for transdermal drug delivery. In fact, polymeric
microneedles are one of the most extensively used systems
for transdermal drug administration because of their minimal
invasiveness that can lead to high patient compliance
[59] . Upon GO incorporation, the microneedles display not
only improved mechanical strength and higher moisture
resistance [59] , but also antibacterial and anti-inflammatory
properties in the in vitro context [59] . Importantly, the presence
of GO enables the microneedles to mediate near-infrared (NIR)
light-activated controlled drug release [59] . This demonstrates
the potential use of graphene-based materials as enhancers
of other delivery systems. Such potential has been further
corroborated by Aderibigbe and coworkers [60] , who have
generated a hydrogel biocomposite from gelation of a mixture
containing acrylamide, N,N’ -methylenebisacrylamide,
N,N,N,N’ -tetramethylethylenediamine, and potassium
persulfate, with rGO serving as a modifier. Compared to
the blank gel, the one containing rGO has shown higher
release sustainability, and has displayed pH-responsiveness.
This evidences the capacity of rGO to modify the hydrogel
properties and hence the release pattern of the loaded agent.

Besides serving as a carrier modifier, graphene-based
materials can function as carriers of bioactive agents per se .
The mechanism undertaken by graphene-based carriers in
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Fig. 3 – Close snapshots of (A, C) DOX and (B, D) paclitaxel 
interacting with the (A, B) graphene surface and the (C, D) 
GO surface. Reproduced from [63] with permission from 
egafur delivery has been investigated by an earlier study 
61] , which has performed molecular dynamics simulation 

o elucidate how tegafur is delivered into cells by using GO 

anosheets. At the start of the simulation, the tegafur-GO 

omplex is located at a distance of about 2 nm from the 
odel membrane. During the delivery process, the complex 
oves from the bulk water region to the 1-palmitoyl-2- 

leoyl-phosphatidylcholine (POPC) bilayer surface, with the 
anosheet positioned almost vertically out of the membrane 
t the first 5 ns [61] . GO loses a part of its electrostatic 
nteraction energy with the solvent due to its positioning 
n the plasma membrane; however, the amount of energy 

oss with water is compensated by the interaction energy 
f GO with POPC [61] . The complex subsequently touches 
he surface of the phospholipid bilayer. This is accompanied 

y a rapid decrease in both the electrostatic and van der 
aals interaction energies of GO with the model membrane 

61] . The tegafur-GO complex fluctuates in the vicinity of 
he membrane surface until the electrostatic and van der 

aals interaction energies get their first minimum values [61] .
t that time, hydrogen bonds are formed between GO and 

OPC [61] Formation of these hydrogen bonds can prevent 
O from moving far away from the membrane. When GO is 

nserted partially from water into the membrane, it enhances 
he membrane permeability of the loaded drug [61] , partly 
ecause of the high affinity of tegafur to GO during the cellular 

nternalization process and hence the minimal loss of the 
rug via drug release or passive diffusion. 

Apart from tegafur, other compounds have been adopted 

s models to elucidate the interactions between the payload 

nd graphene-based carriers during bioactive agent delivery.
ne of these is DOX. Molecular dynamics simulation reveals 

hat the strength of the interactions between DOX and a 
raphene-based carrier is affected by the oxygen density 
n the graphene surface and by the pH of the surrounding 
edium [62] . In particular, DOX can interact strongly with the 

urface of pristine graphene via van der Waals interactions 
ue to the π–π stacking of the aromatic group of the drug 
ith the graphene surface [62] . A similar observation has also 
een made in the case of paclitaxel [63] , which spontaneously 
oves towards the carrier and forms strong π- π interactions 
ith the graphene surface ( Fig. 3 ). Such interactions, however,
ay be changed upon surface modification of graphene. In 

articular, if the number of oxygen-containing functional 
roups on the graphene surface increases, electrostatic 
nteractions will build up between the drug and the graphene 
urface while van der Waals interactions will be weakened 

62] . By using GO with an O/C ratio of around 0.17 as a model
or molecular dynamics simulation, the interaction energy of 
he DOX/GO system has been found to increase as the pH 

f the surrounding medium changes from 7 to 5 [62] . This 
uggests that drug molecules are more loosely adhered to the 
arrier surface, leading to an increase in the release rate. Such 

omputational simulation of the processes of agent loading 
nd release may streamline the design and engineering of 
raphene-based materials as carriers. 
Elsevier B.V. 



Asian Journal of Pharmaceutical Sciences 16 (2021) 577–588 581 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

Fig. 4 – (A) Scanning electron microscopy (SEM) images of (a) 
bare Fe 3 O 4 nanoparticles, (b, c) Fe 3 O 4 /graphene nanosheet 
composites, and the (d) SEM image attained from the 
Fe 3 O 4 /graphene nanosheet composite with corresponding 
electron dispersive X-ray spectroscopy (EDS) maps for Fe, O, 
and C. (B) (a-c) Transmission electron microscopy (TEM) and 

(d) high-resolution TEM (HRTEM) images of Fe 3 O 4 /graphene 
nanosheet composites. Inset is the selected-area electron 

diffraction (SAED) pattern of the composite. Reproduced 

from [82] with permission from American Chemical Society. 

 

 

 

 

 

 

 

 

 

 

 

 

5. Design of graphene-based materials for 
bioactive agent delivery 

Owing to the capacity of graphene and its derivatives in
enhancing membrane permeability of bioactive agents [61 ,62] ,
over the years diverse carriers have been generated by using
graphene as a building block ( Table 1 ) [25 ,26 ,28 ,64–77] . The
emergence of these carriers has not only made effective
delivery of small molecules and biomacromolecules possible,
but has also enabled co-delivery of multiple agents. 

5.1. Delivery of small molecule compounds 

During delivery of small molecule compounds, carriers
have to interact with the plasma membrane and undergo
cellular internalization via endocytosis. Release of the loaded
compounds in the cytosolic compartment can be enhanced
partly by taking advantage of the pH-responsiveness of some
graphene-based carriers. One example of these carriers is
the DOX-GO-chitosan-folic acid nanohybrid composite, which
enables the release rate of DOX attained at acidic pH (5.3)
much higher than that at physiological pH (7.4) [78] . Another
example is the GO-based polyelectrolyte nanocomposite
[74] . During synthesis, folic acid is first conjugated to
chitosan via N,N-dicyclohexylcarbodiimide coupling [74] .
After that, ethylene glycol dimethacrylate is adopted as
a cross-linker to graft itaconic acid and acrylic acid to
the chitosan backbone, followed by the use of potassium
peroxydisulfate as an initiator to generate carboxyl groups
to form chemically modified chitosan [74] . Upon mixing with
amine-functionalized GO, the derivative of chitosan forms
a nanocomposite, which can be loaded with DOX via π-
π stacking interactions [74] . The loading capacity of the
nanocomposite has been found to be as high as 95.0%,
with the release rate of the loaded drug at pH 5.3 being
substantially higher than that at physiological pH [74] . Apart
from the pH-responsive carriers mentioned above, graphene-
based carriers have been designed to respond to other stimuli.
For instance, by functionalizing graphene sheets with poly(N-
isopropylacrylamide), thermosensitive properties have been
observed [79] . By linking a detachable PEG shell to NGO
via disulfide linkages, redox-responsive drug release has
also been achieved [80] . The rate of drug release has been
found to be 2-fold higher upon intracellular glutathione (GSH)
stimulation [80] . This demonstrates the technical feasibility of
controlling the rate and onset of release of the loaded agent by
rendering the graphene-based carrier stimuli-responsive via
careful structural design. 

To enhance the functionality of graphene-based carriers,
few studies have incorporated the carriers with metal
nanoparticles, too. One example is the hybrid consisting
of GO and iron oxide (Fe 3 O 4 ) nanoparticles. The hybrid
is generated via wet chemical precipitation [81] . It can
be uniformly dispersed in an aqueous solution before
and after DOX loading, but undergoes agglomeration in
an acidic environment. This pH-triggered behavior enables
controlled release of the loaded agent. Another example
is the Fe 3 O 4 /graphene composite ( Fig. 4 ) [82] . Due to the
presence of iron oxide, the composite shows higher electrical
conductivity as compared to pristine graphene, and displays
pH-triggered release of rhodamine-B. More recently, a PEG
bis(amine)-functionalized GO/iron oxide nanocomposite has
been developed for delivery of methotrexate [83] . The
nanocomposite has high blood compatibility, and enables
sustained drug release [83] . Although the role played by
the superparamagnetic properties of the nanocomposite in
controlling the release pattern of the loaded drug has not
yet been extensively exploited, the possibility granted by iron
oxide to enable the separation of the nanocomposite from the
reaction mixture in the presence of an external magnetic field
may facilitate the collection of the nanocomposite upon agent
loading. 
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Table 1 – Examples of graphene-based materials of different dimensions reported for delivery of bioactive agents. 

Dimension Type Agent Examples Ref. 

0D Fullerenes Docetaxel C 60 -fullerenes have been carboxylated, acylated and conjugated with 
docetaxel. They have successfully enhanced the bioavailability of 
docetaxel by 4.2 times and have decreased the rate of drug clearance 
by 50%. 

[64] 

Methotrexate C 60 -fullerenes have been hydroxylated, followed by conjugation with 
methotrexate via a serum-stable and intracellularly hydrolysable 
ester bond. The system generated has effectively delivered 
methotrexate to cancer cells and has sustained the effective plasma 
concentration of methotrexate in vivo . 

[65] 

Quantum 

dots 
DOX Cyclic RGD-modified and DOX-loaded GQDs have been fabricated for 

chemo-photothermal combination therapy. 
[66] 

Enzalutamide Enzalutamide-loaded aminated GQDs have been functionalized with 
a tumor-targeting peptide and PEG for castration-resistant prostate 
cancer therapy. 

[67] 

Nucleic acid GQDs have functioned as a carrier to deliver microRNA-150 to 
macrophages. 

[68] 

Methyl 3,3-dimethyl-2- 
(3-methyl-2,3- 
dihydrobenzofuran-2- 
yl)butanoate 

The GQD has been linked covalently to the agent to be delivered by 
using a cleavable PEG linker. Riboflavin, which functions as a targeting 
ligand, has been incorporated into the GQD for targeted bioactive 
agent delivery. 

[69] 

1D Nanotubes Irinotecan 
hydrochloride 

Folic acid-conjugated CNTs have been loaded with irinotecan 
hydrochloride, and have enabled sustained release of the loaded drug. 

[70] 

Cisplatin Folic acid-conjugated multi-walled CNTs have been used as a 
sustained-release carrier of cisplatin. It has shown high loading 
efficiency and high release sustainability, and has increased the 
efficiency in cellular uptake of cisplatin. 

[71] 

Nanoribbons Ceramide Oxidized graphene nanoribbons have been adopted as carriers to 
deliver long chain C 16 and C 24 ceramides to HeLa cells. 

[72] 

Lucanthone Oxidized graphene nanoribbons have been coated with 1,2-distearoyl- 
sn –glycero-3-phosphoethanolamine-N-amino(polyethylene glycol). 
The product formed has been loaded with lucanthone for delivery 
into tumor cells. 

[73] 

2D GO Curcumin A nanocomposite hydrogel has been synthesized by using poly(vinyl 
alcohol) (PVA) and GO. The gel formed has been found to enhance 
colon targeting of curcumin and to increase the residence time of 
curcumin in the colon. 

[25] 

SN38 NGO has been functionalized with branched PEG. The product has 
been loaded with SN38 via π- π stacking for subsequent delivery 
purposes. 

[26] 

Nucleic acid Negatively charged GO has complexed with cationic PEI by 
electrostatic interactions. The stable complex formed has been used 
to further complex with a plasmid for transfection. 

[28] 

DOX GO has reacted with triethyl tetramine in the presence of 
1-ethyl-3-[3-(dimethylamino)propyl]carbodiimide hydrochloride (EDC) 
and N-hydroxysuccinimide (NHS). The product formed has then been 
adopted to fabricate nanocomposites with chemically modified 
chitosan for delivery of DOX. 

[74] 

DOX and camptothecin NGO has been functionalized with sulfonic acid groups and 
incorporated covalently with folic acid. The product formed has been 
loaded with DOX and camptothecin via π–π stacking and hydrophobic 
interactions. It has successfully delivered the payloads to MCF-7 cells. 

[75] 

3D Graphite Ketoprofen Graphite has been oxidized and incorporated into a 
PVA/poly(N-isopropylacrylamide) composite hydrogel. The presence 
of graphite oxide has facilitated heat transfer within the hydrogel 
matrix. Along with the presence of a micro-heater, the gel has been 
adopted for transdermal delivery of ketoprofen. 

[76] 

5,10,15,20-tetrakis(4- 
hydroxyphenyl)porphyrin 
(THPP) 

A film consisting of graphite nanoplatelets and poly(L-lactide) has 
been adopted as a sustained-release carrier of THPP. The presence of 
graphite nanoplatelets has conferred electrical conductivity to the 
film, thereby enabling the rate of THPP release to be tuned via 
manipulation of an electric field applied to the system. 

[77] 



Asian Journal of Pharmaceutical Sciences 16 (2021) 577–588 583 

Table 2 – Major polymeric modifiers of graphene-based materials for delivery of nucleic acids. 

Polymer Examples Ref. 

PEI GO has been functionalized with PEI, and has subsequently been adopted to deliver mRNA 

encoding the reprogramming factor (including Oct4, Sox2, Klf4, c-Myc) to adipose-derived 
fibroblasts. 

[99] 

GO has been functionalized with PEI. The product has been reported to successfully deliver 
plasmids to H293T and U 2 O s cells. 

[100] 

Graphene nanoribbons have been functionalized with PEI for cellular delivery of the locked 
nucleic acid-modified molecular beacon for recognition of microRNA. 

[101] 

Dendrimers GO has first undergone oleic acid adsorption, followed by functionalization with 
poly(amidoamine) via covalent linkages between the amine groups of poly(amidoamine) and the 
carboxyl groups of oleic acid. The product generated has successfully delivered plasmids into 
mammalian cells. 

[102] 

PEG GO has been functionalized with PEG prior to a reduction reaction. The product generated has 
been adopted as a carrier of single-stranded RNA. 

[103] 

PEG has been incorporated into NGO for delivery of the molecular beacon into HeLa cells. [88] 
Poly-L-lysine GO has been incorporated with poly- l -lysine for delivery of CpG oligodeoxynucleotides (ODNs) 

into murine Raw264.7 macrophages. 
[104] 

Poly(sodium 

4-styrenesulfonates) 
(PSS) 

PSS has been used, along with PEI, to functionalize GO via layer-by-layer self-assembly. The 
product generated has been adopted for co-delivery of adriamycin and miR-21-targeted siRNA. 

[105] 

Poly(2-(dimethyl 
amino)ethyl 
methacrylate) 

Atom transfer radical polymerization (ATRP) initiation sites containing disulfide bonds have first 
been incorporated into the surface of GO, followed by surface-initiated ATRP of 2-(dimethyl 
amino)ethyl methacrylate. The product generated has shown the capacity of gene/drug 
co-delivery. 

[106] 

Chitosan Nanocomposites have been generated by the self-assembly of GO and chitosan via electrostatic 
interactions. The nanocomposites have enabled effective delivery of CpG ODNs into murine 
Raw264.7 macrophages. 

[107] 

Peptides PepFect14 (PF14) and PepFect221 (PF221) have been conjugated to GO for delivery of plasmids, 
splice correction oligonucleotides, and siRNA. 

[108] 

An octaarginine peptide has been conjugated to GO for delivery of plasmids into mammalian cells. [109] 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

5.2. Delivery of biomacromolecules 

Graphene-based materials can carry not only small molecules
but also proteins and peptides. In an earlier study, amine-
terminated GO has been loaded with protein therapeutics
(ribonuclease A and protein kinase A), and has been found
to protect the therapeutics from enzymatic hydrolysis during
the delivery process [84] . Bone morphogenic protein-2 (BMP-
2) has been loaded successfully onto a titanium substrate
coated with layers of positively (GO 

–NH 3 
+ ) and negatively

(GO 

–COO 

−) charged GO nanosheets [85] . Apart from proteins
and peptides, nucleic acids can be carried by graphene [86] .
This is partly attributed to the interactions between graphene
and nucleobases. Such interactions have been verified by
Varghese and coworkers [87] , who have performed isothermal
titration calorimetry and have observed that the binding
energy between graphene and guanine is the highest, followed
by adenine, cytosine and thymine. Because graphene and
its derivatives can protect DNA from enzymatic degradation
[86 ,88] , they show potential to function as non-viral carriers
of nucleic acids. Despite this, contrary to single-stranded
nucleic acids which can be easily loaded into graphene-
based carriers via hydrophobic interactions and π- π stacking
interactions [86] , the efficiency in loading double-stranded
DNA into graphene-based carriers is generally low because
the nucleobases are hidden in the double-helix structure,
thereby failing to form π- π stacking interactions with the
carriers [89] . 

To enhance the efficiency in loading nucleic acids,
graphene-based carriers are often functionalized with
polycations. One of the widely used polycations is PEI [90] ,
which on one hand can interact with negatively charged
nucleic acids [91–95] and on the other hand can provide
active groups for further functionalization to enhance the
transfection efficiency and the tissue targeting capacity.
This is demonstrated by an earlier study [96] , which has
functionalized GO with PEI as a gene carrier and has found
that the PEI moieties enable the carrier to complex with
nucleic acids and to promote the adhesion of the complex to
the plasma membrane for enhanced cellular uptake [96] . By
labeling the nucleic acids with TOTO-3 before complexation
with PEI-functionalized GO, PC-3 cells transfected with the
complex has exhibited green fluorescence under confocal
fluorescence microscopy [90] . This provides a route to
combine imaging with nucleic acid delivery ( Fig. 5 ) [90] .
Till now, PEI-functionalized graphene-based carriers have
been widely adopted in gene therapy of diverse diseases
including myocardial infarction [97] , osteoporosis [28] , and
cancer [98] . Apart from PEI, other agents (e.g., dendrimers,
chitosan, and peptides) have been adopted to modify
graphene-based materials for enhanced transfection ( Table 2 )
[88 ,99–109] . 
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Fig. 5 – (A) A schematic diagram depicting the route of 
synthesis of GO functionalized with PEI. Abbreviations: 
EDC, 1-ethyl-3-[3-(dimethylamino)propyl]carbodiimide 
hydrochloride; NHS, N-hydroxysuccinimide (B) Confocal 
fluorescence microscopic images of PC-3 cells treated with 

(a) PEI-functionalized GO alone, (b) complexes formed 

between GO and TOTO-3-labeled plasmids, (c) complexes 
formed between PEI-functionalized GO and TOTO-3-labeled 

plasmids, and (d) complexes formed between PEI and 

TOTO-3-labeled plasmids. Nuclei were stained with DAPI. 
Photoluminescence was observed under excitation using a 
488 nm laser. Reproduced from [90] with permission from 

American Chemical Society. 
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.3. Co-delivery of multiple agents 

hile the “single molecule, single target, and single drug" 
trategy dominates for most of the 20th century [110] ,
ulti-drug therapy has attracted increasing interest partly 

wing to its potential to boost the therapeutic efficiency 
eyond that of mono-drug therapy [111 ,112] . The possibility 
f using graphene-based materials to mediate multi-drug 
herapy has been illustrated by an earlier study [75] , in which 

O has first been functionalized with sulfonic acid groups 
ollowed by conjugation with folic acid [75] . The resulting 
arrier enables co-delivery of DOX and camptothecin, with 

he toxicity achieved in MCF-7 cells much higher than that 
chieved by either DOX- or camptothecin-loaded GO. Another 
xample demonstrating the possible use of graphene- 
ased carriers in co-delivery of multiple agents is the 
hitosan-GO complex, which makes simultaneous delivery 
f camptothecin and nucleic acids possible [113] . Recently,
ransferrin-targeting hyperbranched poly(amidoamine)- 
unctionalized GO has been adopted to co-deliver docetaxel 
nd matrix metallopeptidase 9 (MMP-9) short hairpin RNA 

shRNA) [114] . The carrier can deliver the agents to HNE- 
 cells, and gives chemotherapeutic sensitization effects 
114] . By combining drug/gene co-delivery, chemotherapeutic 
ensitization, and active targeting into one single platform,
his carrier warrants further development for use in cancer 
reatment. 

Apart from letting the co-delivered agents to be released 

rom the carrier naturally, by making use of the photothermal 
ffect of irradiated NIR, controlled release of the co-delivered 

gents can be achieved. This has been suggested by the case 
f PEG- and PEI-functionalized rGO, which has been used to 
eliver DOX [115] . Upon cellular internalization of the carrier,
IR irradiation has been applied to successfully trigger DOX 

elease [115] . That carrier has also shown potential to enable 
hotothermal control of the nucleic acid delivery process 

116] . In PC3 and NIH/3T3 cells, no cytotoxicity from the carrier 
lone has been observed [116] . Upon NIR irradiation, the 
arrier has induced heat to facilitate endolysosomal escape,
eading to enhanced transfection [116] . Despite the fact that 
t the moment studies directly demonstrating the success 
f photothermally controlled release of multiple co-delivered 

gents are lacking, the successful use of PEI-functionalized 

GO in delivering, though separately, both small molecule 
ompounds and nucleic acids has pointed to this possibility.
uture efforts directing to verifying this will be of immense 
ractical value. 

. Conclusions and outlook 

raphene-based materials have been rapidly developed 

n recent years and, as presented in sections above, have 
hown high practical potential in delivery of bioactive 
gents. Despite this, extensive future efforts to verify the 
iocompatibility of these materials will be needed if their use 

nvolves either direct contact with body tissues or injection 

nto the blood circulation. Clarification of the metabolic fate 
nd biodistribution profile upon injection of those graphene- 
ased materials is also in dire need before the attainment of 
he US Food and Drug Administration (FDA)’s approval. The 
egitimacy of this need has been evidenced by the capacity 
f GO to alter cell morphology and to damage the plasma 
embrane to trigger apoptosis [117] . In macrophages, necrotic 

ell death elicited by GO is partly linked to the initiation of the
oll-like receptor 4 (TLR4) signaling pathway [118] . In addition,
raphene nanosheets have been found to induce cellular 
amage by increasing the levels of various cytokines and 

heir corresponding soluble receptors, especially interleukin- 
3 [119] . In the in vivo context, graphene nanosheets have led 

o signs of thromboembolism, inflammation, and immune 
ctivation in mice upon intravenous administration [119] . In 

act, the toxicity of graphene-based carriers can be affected 



Asian Journal of Pharmaceutical Sciences 16 (2021) 577–588 585 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

 

by diverse factors. As shown by the case of 1,2-distearoyl-
sn -glycero-3-phosphoethanolamine-N-[amino(polyethylene 
glycol)]-wrapped oxidized graphene nanoribbons, graphene-
based materials display different levels of toxicity in different
cell lines in dose- and time-dependent manners [120] .
The forms of graphene used may also affect the toxic
effects attained. This is supported by the observation that,
upon injection of various forms of graphene (including GO,
aggregated graphene, and dispersed graphene) into the lungs
of mice, severe lung injury has been noted only in those
treated with GO. Those treated with aggregated and dispersed
graphene have experienced no significant lung injury [121] .
The safe use of graphene-based carriers, therefore, has to be
evaluated in a case-by-case basis. 

Apart from the need of proper toxicological evaluation,
efforts should be directed to deciphering the interactions
between GO and body cells, as well as the subsequent cellular
response. This can facilitate the prediction and optimization
of the performance of graphene-based carriers in cellular
internalization [122] . In addition, partly due to the lack of
standardization of experimental procedures (particularly in
terms of the use of controls and testing methods), fair
and direct comparison among data from different studies
can hardly be made, leading to the difficulty of identifying
more promising candidates, among a plethora of reported
graphene-based materials, for bioactive agent delivery [123] .
Solving this problem requires collaborative efforts among
researchers in the field. Raising the awareness of the necessity
of procedural standardization is, therefore, a challenge to be
settled in the forthcoming decades. 
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